


Material WTh20 WLa15 Inostar

Burn-o昀昀 / mg 106 72 41

Delays 36,7 % 0,9 % 0,5 %

Failures 6,7 % 0,2 % 0,0 %

Tip after 50 cycles 1

Longitudinal section 
under microscope 1

 1 per cycle 5 minutes continuous welding, then 10 ignitions (referred to SLV Duisburg)


